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1. Which of the following operation on grey cast iron will 

result in the production of white cast iron? 

a. tumbling 

b. tempering 

c. shot peening 

d. rapid heating 

Ans: D 

2.  Killed steel is 

a. steel which has been shaped on a power hammer 

b. steel with less than normal percentage of carbon 

c. steel with more than normal percentage of carbon 

d. that steel which is deoxidized in the ladle with silicon and 

aluminium 

Ans : D 

3. Mild steel has the structure of 

a. FCC 

b. BCC 



 

 

c. HCC 

d. Cubic 

Ans: B 

4.  Which of the following is closest to the purest form of 

iron 

a. wrought iron 

b. pig iron 

c. mild steel 

d. grey cast iron 

Ans: A 

5. In grey cast iron, carbon is present in the form of 

a. cementite 

b. flakes 

c. powder 

d. spheroids 

Ans: B 

 

 


